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® =Stain T est (CFI-T-72) o

EABORATQORY TESTING

Slip Resistance
(Static Cogfficientof*Friction ASTM'C 1028)
Abrasive Hardness (ASTM € 501) =

*Bond Strength (ASTM C 482) .

Breaking Strength (ASTM,C 648)

# Chemigal Test (ASTM G4630)*

Craziag (ASTM C424)

Facial DignensSion (ASTM € 499)
Flexural Strength (ASTM C 674)
Freeze-Thaw (ASTM*C 1026)
Impact Test (ASTM#C'868)

Mohs Hardness .

Moisture Expansion (ASTM C 370)
Robinson Test (ASTM C 627) ¥

Thermal Shock (ASTM €+484)

Thickness (ASTM C.499)%y

Warpage (Flatness, ASTM#@"485)

Water Absa@rptioh (ASTM C 373)
yVedging"(Squareness, ASTMIC 502) :

FAILURE INVESTIGATION

e Cracking

e De-Bonding ¥

° FieId'Survey of Tile or Stone De-
Bonding

e Discoloration, Staining

e Bumps &Blisters

e Dusting, Fracturing, Disintegration
+e Curling, Dishing, Bowing «

e  Thermal Expansio'n

° Moist'uré—ReIated Damage

° Cycl'i'c Freezing-Related Damage
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For detailed information about
_ other testing, evaluation, and
= consulting services, please visit
us online at:
-

Www.cmc-concrete.com




